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Controlling the crystal phase in layered transition metal dichalcogenides (TMDs) is critical for their diverse,

flexible applications. However, due to the thermodynamic stability of 2H over other polymorphs, fine

synthesis control over polymorphism in TMDs is challenging, restricting the entire range of characteristics

associated with other polymorphs. Herein, we present a solution-based crystal phase engineering approach

for layered transition metal disulphide nanosheets by modulating the reactivity of the molecular precursors.

By tuning precursor–ligand chemistry, 2H, 1T′ and polytypic MoS2 and WS2 are synthesised. The flexibility

to selectively modify the reactivity of S and metal precursors allowed control over the proportion of

specific phases in synthesised nanosheets. The formation of 1T′ is facilitated by the highly reactive metal

and S source, whereas less reactive sources lead to the formation of thermodynamically stable 2H. The

electrocatalytic properties of the synthesised TMDs were examined for the oxygen reduction reaction. The

polytypic MoS2 comprising a mix of 2H–1T′ displayed the most positive potential of 0.82 V (vs. RHE). The

comprehensive mechanistic interpretation of the chemical transformations provided in this study will be

instrumental in designing scalable solution-based pathways for phase engineering in layered transition

metal dichalcogenides. Furthermore, this synthesis approach has the potential to be extended to various

TMD compositions, enabling exquisite control over polymorphism in TMDs.
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Introduction

Transition metal dichalcogenides (TMDs) such as MoS2, WSe2,
ZrS2, and TiS2 have emerged as a class of key materials due to
their intriguing properties applicable in catalysis, energy
storage, electronics, and optoelectronics.1–4 The TMDs typically
occur in 2H or 1T/1T′ crystal phases. The 2H phase displays
trigonal prismatic coordination, whereas, in 1T or 1T′, the metal
atoms display octahedral coordination.5 The metal coordina-
tion signicantly affects the properties of these polymorphs,
where the 2H phase is semiconducting in nature and known for
its optoelectronic properties.6 The 1T/1T′ phase outperforms the
2H phase in terms of catalytic activity due to its metallic nature
and superior electrical conductivity.7–9

From a thermodynamic standpoint, the formation of the 2H
phase is more favourable than the formation of the metastable
phase like 1T and its derivatives. Most of the synthesis proce-
dures lead to thermodynamically stable 2H phase formation.
The octahedral coordination in the 1T phase tends to convert
into distorted octahedral coordination resulting in 1T′ or
related semi-metallic phases based on the distortion. In this
context, the heterogeneities in metal coordination in a single
structure will allow effective tuning and switching of physical
J. Mater. Chem. A, 2023, 11, 11341–11353 | 11341
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and electrical parameters by forming polytypic (mixture of two
or more different phases sharing interface) transition metal
dichalcogenides. Several techniques have been explored
recently for synthesising 1T-TMDs, including exfoliation,
plasma hot-electron transfer, electron irradiation, mechanical
stresses, and hydrothermal reactions.10–15 However, the
conversion from the 1T/1T′ to the 2H phase is easily triggered by
various factors, including contamination, oxidation, and the
development of intermediate phases.

Compared to thermodynamically stable phases, metastable
TMD materials require higher formation energy, which is
challenging to achieve in conventional synthesis approaches
like chemical vapour deposition and vapour transport. Tradi-
tional high-temperature solid-state procedures do not give
enough control to form metastable compounds. These
approaches primarily rely on feeding a continuous excessive
heat to the reaction vessel to overcome the kinetic barriers of
solid-state diffusion, which normally drives the formation of
the most thermodynamically stable products.16 Contrary to
this, solution-phase colloidal synthesis approaches allow more
kinetic control by attaining an optimum monomer supply
rate.5,17–19 In recent years, colloidal chemistry provided a viable
way to obtain metastable phases and thermodynamically
stable phases of various metal chalcogenides. The variable
phases can be obtained by strategically manipulating the
precursor and ligand chemistry to access kinetic growth
domains.20,21 For instance, the metastable wurtzite-like
CuInSe2 phase was synthesised over the thermodynamically
favoured chalcopyrite phase by slowing down nucleation,
using precursors with higher C–Se bond dissociation
energy.22,23 Similarly, several different polymorphs of iron
sulde NCs were synthesised by exploiting the difference in
bond dissociation energy of C–S in a series of organosulfur
precursors.24 The interaction of the growing crystal with its
chemical environment, which can be tuned in solution phase
synthesis, was found to be benecial in altering the free energy
of different polymorphs, lowering the energy barrier for the
preferential formation of metastable polymorphs and poten-
tially preventing their transformation into thermodynamically
stable ones. For example, coordinating ligands played an
important role in the formation of metastable orthorhombic
AgInSe2 nanocrystals, and ligand-mediated topotactic cation
exchange converts orthorhombic Ag2Se to orthorhombic
AgInSe2.25 Besides controlling the polymorphism of metal
chalcogenide NCs, precursor chemistry has been advantageous
in controlling the ratio of different polymorphs. For example,
Wang et al. showcased that switching between two different
selenium precursors (diphenyldiselenide and selenium
powder) and keeping a metal precursor the same, polytypic
cubic-wurtzite and monophasic cubic phases of Cu2SnSe3 NCs
were synthesised.26,27 Recent advancements in colloidal
synthesis have led to synthetic colloidal protocols for TMDs
forming specic phases, such as 2H, 1T/1T′, by selecting suit-
able precursors and ligands.4,28–31 The majority of research
relating ligand-precursor coordination to nanocrystal crystal
phase has primarily focused on non-layered covalently linked
nanocrystallites, and a generic and simple approach for phase
11342 | J. Mater. Chem. A, 2023, 11, 11341–11353
engineering in layered van der Waals structures has yet to be
established. Further, in terms of catalytic activity, hierarchical
heterostructures containing interfacing mixed phases resulted
in enhancements in catalytic activity attributed to improved
synergistic effects from electrical conductivity and active
sites.32 The studies show that at the heterojunction of the 1T′/
2H mixed phase heterostructure, the kinetic barrier drops and
electron transport enhances signicantly, resulting in an
increased number of active sites. In addition to this, the
interaction of the 2H phase stabilises themetastable 1T′ phase,
considerably increasing its catalytic activity.33,34 Thus, the
control of polytypism and its relationship with electrocatalytic
activity tuning requires thorough understanding.

Herein we demonstrate phase engineering of colloidal TMD
nanosheets (MoS2 and WS2) by tuning precursor reactivity in
solution. We showcased that altering the reactivity of metal and S
sources resulted in the formation of different polymorphs of
monophasic 2H (semiconducting), 1T′ (metallic) transition metal
disulde nanosheets and nanosheets with mixed phase composi-
tion (2H–1T′ polytypes). The wide tunable reactivity of the chal-
cogen precursors facilitated the phase modulation of polytypic
transition metal disuldes. Altering the reactivity of the S sources
affects the supply rate of S atoms impacting the nucleation rate
and favouring the formation of certain polymorphs. Further, the
solvent played an important role in controlling the polymorphs;
the use of a non-coordinating solvent speeds up reaction kinetics,
leading to the formation of a kinetically favourable 1T′ product. In
this context, we provide in-depth mechanistic insights that enable
improved predictive synthesis of particular phases. In addition, we
carried out a retrosynthetic approach that predicted chemical
intermediates during the nanosheet formation, leading to the
specic polymorph formation. Furthermore, we demonstrate the
advantage of the polytypic transitionmetal sulde nanosheets over
the monophasic nanosheets displaying better catalytic perfor-
mance with higher onset potentials and diffusion-limited current
density during the oxygen reduction reaction (ORR).
Experimental section
Reagents

Molybdenum hexacarbonyl [Mo(CO)6, technical grade, lot#
BCBB6657], molybdenum pentachloride (MoCl5, $95%, lot#
MKCJ9980), tungsten hexacarbonyl [W(CO)6, 97%, lot#
MKCD5432], tungsten hexachloride (WCl6, $99.9%, lot#
MKCK4583), tert-butyl disulphide (TBDS, 97%, lot# 05019EJ),
thiourea ($99%, lot# BCBG6245V), 1-dodecanethiol (1-DDT,
$98%, lot# STBK4241), oleyl amine (OLA, 70%, lot# STBK3552),
squalane (96%, lot# BCCD3542), oleic acid (OA, 90%, lot#
MKCH4532), phenyl disulphide (99%, STBC7722V), and tri-
octylphosphine (TOP, 97%, MKCP6805) were purchased from
Sigma Aldrich. Toluene, ethanol, and isopropanol (IPA) were
purchased from Lennox, Ireland. Tetradecyl phosphonic acid
(TDPA, 97%, AK1803131) was purchased from Plasmachem.
KOH pellets ($85%, lot# L0080) were purchased from Honey-
well. All reagents were used as received without further
purication.
This journal is © The Royal Society of Chemistry 2023

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2ta09892j


Table 1 Colloidal synthesis of transition metal disulphides

Reaction
no. Nanocrystal Solvent (volume) Metal source S-source

S-source preparation
temperature in °C

R1 MoS2 OLA (7 ml) 1 eq. Mo(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. S-powder in 5 ml OLA 100

R1′ WS2 OLA (7 ml) 1 eq. W(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. S-powder in 5 ml OLA 100

R2 MoS2 OA (7 ml) 1 eq. Mo(CO)6 in 5 ml OA and 10 mol%
TDPA

4 eq. S-powder in 2 ml TOP RT

R2′ WS2 OA (7 ml) 1 eq. W(CO)6 in 5 ml OA and 10 mol%
TDPA

4 eq. S-powder in 2 ml TOP RT

R3 MoS2 OLA (7 ml) 1 eq. Mo(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. tert-butyl disulphide in 5 ml OLA RT

R3′ WS2 OLA (7 ml) 1 eq. W(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. tert-butyl disulphide in 5 ml OLA RT

R4 MoS2 OLA (7 ml) 1 eq. Mo(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. DDT in 5 ml OLA RT

R4′ WS2 OLA (7 ml) 1 eq. W(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. DDT in 5 ml OLA RT

R5 MoS2 OLA (7 ml) 1 eq. Mo(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. thiourea in 5 ml OLA 200

R5′ WS2 OLA (7 ml) 1 eq. W(CO)6 in 2 ml OA and 10 mol%
TDPA

4 eq. thiourea in 5 ml OLA 200

R6 MoS2 OA (7 ml) 1 eq. MoCl5 in 5 ml OA and 10 mol%
TDPA

4 eq. S-powder in 2 ml squalane 140

R6′ WS2 OA (7 ml) 1 eq. WCl6 in 5 ml OA and 10 mol% TDPA 4 eq. S-powder in 2 ml squalane 140

Paper Journal of Materials Chemistry A

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

0 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 1

0/
9/

20
24

 1
2:

23
:1

7 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
Synthesis

Transition metal disulphide nanosheets were prepared using
a colloidal hot injection setup. Based on the desired product,
using reaction condition Rx (where x = 1–6 in Table 1), the Mo-
precursor source was prepared by dissolving 0.25 mmol of
Mo(Co)6 or MoCl5 in the desired amount of solvent and 10mol%
of tetradecyl phosphonic acid with subsequent heating to 130 °C
on a hotplate kept in an Ar atmosphere in a glovebox. Similarly,
under reaction condition Rx′ (where x′ = 1–6 in Table 1), the
metal precursor sources used were W(Co)6 or WCl6. 1 mmol of
a sulphur source was dissolved in the appropriate solvent and
prepared as per conditions R (Mo) and R′ (W) as described in
Table 1. Both the cationic and anionic precursor sources were
prepared and mixed in an oxygen and moisture-free atmosphere
at 130 °C. The appropriate volume of solvent was placed in a 3-
neck round-bottomed ask and connected to a Schlenk line
setup. Table 1 lists the details of the reaction parameters. The
precursor solution was evacuated at 120 °C for 20 min and
heated to 320 °C under Ar; the mixed solution was injected at
a rate of∼0.7 ml min−1. The reaction mixture was kept at 320 °C
for 2 h. The NCs were washed in a mixture of 10 ml toluene and
10 ml ethanol at 10 000 rpm for 5 min. Aer the rst wash, the
NCs were dispersed in toluene and washed with IPA.

Material characterisation

For transmission electron microscopy (TEM) analysis, the NCs
were dispersed in toluene and drop cast on continuous carbon-
coated 200mesh nickel grids (source). Low-resolution and high-
resolution TEM (HRTEM) and dark-eld scanning transmission
electron microscopy (DFSTEM) were conducted on a 200 kV
This journal is © The Royal Society of Chemistry 2023
JEOL JEM-2100F eld emission microscope, equipped with
a Gatan Ultra Scan CCD camera and an EDAX Genesis energy
dispersive X-ray spectroscopy (EDS) detector. Interplanar
distances and particle orientation were determined from FFT
analysis of the selected area in Gatan GMS3 soware.

Raman spectroscopy was performed using a Horiba Labra-
man 300 spectrometer system equipped with a 532 nm laser.

UV-Vis-NIR spectroscopy was done on a Cary 5000 spectro-
photometer in cuvettes of 1 cm path length using toluene as
solvent.
Electrochemical measurement

Cyclic voltammetry (CV) and linear sweep voltammetry (LSV)
experiments for all the synthesized NCs were performed in
a standard three-electrode system using catalyst-coated glassy
carbon as the working electrode, a platinum wire as a counter
electrode, and Ag/AgCl (3 M NaCl) as the reference electrode in
0.1 M KOH solution. The studies were performed using the
rotating disk electrode (RDE) setup, and the PGSTAT204
potentiostat was from Metrohm (Netherlands) and used in
conjunction with NOVA soware version 2.1.2. Approximately
3.55 mg of the NC catalyst was homogeneously dispersed in 300
ml of ethanol, 100 ml of IPA, and 25 ml of 5 wt% Naon (binder)
by 60 min ultrasonication forming casting ink. 4 ml of this
prepared ink is drop cast upon the pre-polished glassy carbon
electrode to form a 0.5 mg cm−2 active catalyst layer. Cyclic
voltammetry studies were performed in both O2 and N2 satu-
rated 0.1 M KOH solution at a scan rate of 50 mV s−1 over the
potential range of −1 to 0.2 V (vs. Ag/AgCl (3 M NaCl)). The
recorded potentials are reported vs. the reversible hydrogen
J. Mater. Chem. A, 2023, 11, 11341–11353 | 11343
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electrode (RHE) by converting them using the following Nernst
equations, where EoAg/AgCl (3 M NaCl) = 0.1976 V vs. the standard
hydrogen electrode (SHE) at 25 °C:

ERHE = EAg/AgCl + 0.059pH + Eo
Ag/AgCl(3 M NaCl) (1)

At different rotation rates from 400 to 2400 rpm, linear sweep
voltammograms were recorded using O2 saturated 0.1 M KOH
solution at a scan rate of 5 mV s−1 over the potential range of 0.2
to −1 V (vs. Ag/AgCl (3 M NaCl)) to understand the diffusion
kinetics of the catalyst layer.35 The Koutechy–Levich (K–L) plots
were derived from the LSV curves using the following equations:

1/j = 1/jl + 1/jk = 1/Bu1/2 + 1/jk (2)

jk = nFkC0

B = 0.62nFC0D
−2/3
0 v−1/6
Fig. 1 (a) Schematic showing the atomic arrangement of 2H, 2H–1T′

correspond to S and pink atoms correspond to Mo or W; low magnificatio
R3, (d) R6 and the corresponding HRTEM images for the (e) 2H phase, (f) 2
R3 and R6 respectively.

11344 | J. Mater. Chem. A, 2023, 11, 11341–11353
where j is themeasured current density, jk is the kinetic-limiting
current, and u is the angular velocity, n is the number of elec-
trons involved in the ORR, F is Faraday's constant (96 485 C
mol−1), k is the electron transfer rate constant, C0 = 1.2 ×

10−6 mol cm−3 is the concentration of O2 molecules in 0.1 M
KOH, D0 = 1.90 × 10−5 cm2 s−1 is the diffusion coefficient of O2

in pure water at 25 °C and 1.0 atm O2 pressure, and v= 0.01 cm2

s−1 is the kinematic viscosity of 0.1 M KOH.36 For the stability
test, the polytypic NCs were cycled for a longer duration under
the same conditions mentioned above. LSVs were recorded at
1600 rpm under similar conditions as above aer 2500 CV cycles
for MoS2 polytypic NCs and 1000 cycles for WS2 polytypic NCs.
Results and discussion
Synthesis of TMD nanosheets

Using a controlled injection (∼0.7 ml min−1) of metal source
dissolved in oleic acid (OA) and added with S-source mixed in
a range of hot co-ordinating and non-coordinating solvents
resulted in the formation of MS2 NCs with different percentages
polytype, and 1T′ TMDs projected from the c-axis, the blue atoms
n STEMmicrograph of MoS2 NCs prepared under conditions (b) R1, (c)
H–1T′ phase and (g) 1T′ phases of MoS2 prepared under conditions R1,

This journal is © The Royal Society of Chemistry 2023

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2ta09892j


Fig. 2 (a) Schematic showing the atomic arrangement of 2H, 2H–1T′ polytype, and 1T′ TMDs projected from the c-axis low magnification STEM
micrograph of WS2 NCs prepared under conditions (b) R1′, (c) R3′, (d) R6′ and the corresponding HRTEM images for the (e) 2H phase dominated
WS2 where pink patches denote the 1T′ phase, (f) 2H–1T′ phase and (g) 1T′ dominated phases of WS2 where green patches denote the 2H phase
prepared under conditions R1′, R3′, and R6′, respectively.
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of 2H and 1T′ phases. Based on the reactivity of different metals
and S-sources, a series of reactions were carried out as listed in
Table 1 to control the percentage of a particular crystal phase in
polytypic MS2 NCs (see the Experimental section for details).
Annular dark-eld scanning electron micrographs (ADF-STEM)
(Fig. 1b–d and 2b–d, ESI S1†) of the MoS2 and WS2 nanocrystals
(NCs) display nanosheet-like morphologies where multiple
layers are bundled together. The contrast in symmetry of the
trigonal coordinated 2H phase and octahedral coordinated 1T′

phase of the TMD is identied by the high-resolution TEM
(HRTEM) of the NCs (Fig. 1a, e–g, and k–m).

For MoS2, the HRTEM of the NCs synthesized using S–OLA in
condition R1 showcases a honeycomb-like atomic arrangement
with a d-spacing of 2.7 Å corresponding to the (100) and (010)
planes which are characteristic features for 2H phase (Fig. 1e).
Suspension of S powder in non-coordinating solvent squalane
in synthesis R6 resulted in 1T′ phase formation with octahedral
Mo–S coordination where the nearest Mo–Mo distance is 3.2 Å
as calculated from HRTEM (Fig. 1g). The alternating Mo–Mo
This journal is © The Royal Society of Chemistry 2023
distance of 2.7 Å along with the typical Mo–Mo distance of 3.2 Å
as shown in the ESI† (Fig. S2a†) explains the distortion present
in the Mo–S octahedral coordination in the 1T′ structure. Using
tert-butyl disulde (TBDS) in condition R3, the presence of both
2H and 1T′ phases is observed in the MoS2 nanosheets as shown
in Fig. 1f. Similarly, for WS2, conditions R1′, R3′, and R6′

resulted in 2H dominated, a mixed 2H–1T′ and 1T′ dominated
phases respectively (Fig. 2e–g). Furthermore, in UV-Vis-NIR
absorption spectra (Fig. S3†), the 2H MoS2 and 2H-dominated
WS2 exhibit three excitonic peaks. The intensity of these
peaks is reduced in the polytypic 2H–1T′ phases of MoS2 and
WS2, whereas the absorbance appears to be featureless in the
spectra of 1T′ phases of MoS2 and WS2.

Polytypism

The effect of S-precursor reactivity on polytypism of the 2H–1T′

phase was studied using Raman spectra and XPS analysis of the
as-synthesised nanosheets. The presence of the peaks at 378
(E12g) and 405 (A1g) cm−1 (Fig. 3a) for MoS2 conrms the
J. Mater. Chem. A, 2023, 11, 11341–11353 | 11345
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Fig. 3 Raman spectra of (a) MoS2 and (b) WS2 NCs prepared bymanipulation of precursor chemistry of S and themetal source; (c) reactivity trend
of S-sources follow S–OLA (R1, R1′) < TOP–S (R2, R2′) < TBDS (R3, R3′) < 1-DDT (R4, R4′) < S–squalane (R6, R6′) for 1T′ phase formation.

Fig. 4 XPS analysis of as prepared (a) MoS2 NCs, (b)WS2 NCs synthesized using different S-sources andmetal sources; phase percentage analysis
of (c) MoS2 and (d) WS2 from deconvolution of the XPS spectra.
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formation of the 2H phase when S–OLA is used with Mo(CO)6.
Similar reaction conditions for WS2 display 2H rich phase with
Raman peaks 350 (E12g) and 415 (A1g) (Fig. 3b). The diminished
11346 | J. Mater. Chem. A, 2023, 11, 11341–11353
intensity of these two peaks with the appearance of peaks at
185–195 and 225 cm−1 corresponding to the phononmodes and
a peak at 350 cm−1 (J3) indicates the formation of the 1T′-phase
This journal is © The Royal Society of Chemistry 2023
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Fig. 5 13C NMR of (a) S–oleylamine solution and (b) S–squalane suspension heated under reaction conditions. CDCl3 used as a reference
displays a peak at ∼77.2 ppm.
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MoS2 when S–squalane is used with MoCl5.37,38 Additionally,
a less intense peak at ∼300 cm−1 (E1g) suggests the occurrence
of octahedral Mo–S coordination.30 Similarly, for WS2 nano-
crystals, the appearance of 180 cm−1 peaks resulting from
phonon mode and 267 cm−1 (J2) peak and suppression of
(E12g) and A1g peaks indicate the occurrence of the 1T′ phase
(Fig. 3b).30 Gradual increase of reactivity of S-source induced
polytypism in nanosheets with increased 1T′ phase formation
when TOP–S, TBDS, and 1-DDT are used as the S-source
(Fig. 3c). For MoS2, the peaks at 228.5 (3d5/2) and 231.6 eV
(3d3/2) correspond to the 1T′ phase whereas the characteristic
peaks of 2H MoS2 phase appear at 229.2 (Mo 3d5/2) and 232.3 eV
(Mo 3d3/2) (Fig. 4a). For 1T

′ WS2, the characteristic W4f peaks
correspond to 31.5 (W4f7/2) and 33.7 eV (W4f5/2) with a binding
energy of 0.9 eV lower than the 2H phase (Fig. 4b). Upon
deconvolution of the XPS spectra, the 1T′ phase percentage with
respect to the 2H phase is determined (Fig. 4c and d). When
highly reactive S–squalane and WCl6 were employed, the
(3)
synthesis resulted in 100% of 1T′ MoS2 and 83% of 1T′ WS2
phase formation (R6 and R6′). The estimated 1T′ phase % in the
NCs synthesized using TBDS and W(CO)6 is 36 and 35%,
respectively, for MoS2 and WS2 (R3 & R3′). When 1-DDT is used
as the S source with metal carbonyls, the 1T′ phase % further
increases beyond 50% of the phase composition (R4 & R4′).

Mechanistic insights

We have investigated the role of precursor–ligand chemistry in
modulating the TMD nanosheets' crystal phases. The
This journal is © The Royal Society of Chemistry 2023
metastable phases of MS2 nanocrystals are achieved by estab-
lishing kinetic growth conditions. The monomer supply rate
generally decides the reaction kinetics. We utilized the reactivity
differences of the commercially available S-sources to avail
active sulphur species to control the metastable phase forma-
tion. The most commonly used S-source, S powder occurs as
polysulphide (Sn). Upon the reaction with OLA, it undergoes S–S
scission to form radical anions and alkanethioamide as per eqn
(3).39 To understand the growth condition, S–OLA solution was
heated to 320 °C under reaction condition R1 and analysed with
13C NMR. The presence of the peak at∼169 ppm from C of C]S
centre and the peak at ∼61 ppm from the a-C of RCH2C]SNH2

support the formation of alkanethioamide (Fig. 5a). Further-
more, in the 1H NMR, the a-proton peak diminishes aer
alkanethioamide formation (Fig. S7†). This rate-limiting step is
responsible for a slow rate of sulphide species formation during
MS2 synthesis.
Here, the direct use of alkanethioamide or thioamide group
will expedite the monomer supply rate. To increase the lability
of the –C]S in thioamides, an electron-donating group such –

NH2 (e.g., thiourea) will further facilitate the reaction kinetics as
illustrated in eqn (4). As a result, more of the 1T′ phase forms
when thiourea is used as the S-source as observed in the XPS
spectra of the TMDs (Fig. S6†).

The reactivity of the C–S bond can be further varied using
organyl disulde sources. Reactivity in organyl disulphides
varies depending on the bond dissociation energy of C–S. The
J. Mater. Chem. A, 2023, 11, 11341–11353 | 11347
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tert-butyl disulphide (TBDS), which displays C–S bond dissoci-
ation energies (BDE) of ∼58 kcal mol−1, undergoes a slow
process to produce S2

2− species preceding a sluggish sulphide
species formation reaction.40 When S powder is used with TOP,
the strong interaction of TOP with S (TOP]S) slows the free
sulphide formation.41 However, adding excess oleic acid facili-
tates the S2− formation from TOP–S as per eqn (5), making it
more reactive than S–OLA but less reactive than tert-butyl
disulphide. Similar to TBDS, 1-DDT shows C–S BDE between
∼55 and 60 kcal mol−1. However, the presence of OLA forms
a Lewis acid–base adduct (R1CH2C–S

d−–Hd+/NH2R) with 1-
DDT, increasing the reactivity of the thiol compared to TBDS.
(5)
In contrast to the previous systems, squalane as a non-
coordinating solvent does not show any interaction with the
sulphur source; hence it tends to supply a high amount of Sn

2−.
A possible side reaction based on the millimolar concentration
of sulfur radicals is forming alkyl disulphide or alkanethiols
when reacting with alkane, as shown in eqn (6).

RHþ S�
n/R� þ SnH ��!S

�
n
RS�

n ���!
RH

RSnHþR�
����!RS�

n
RSnR (6)

The presence of the alkyl thiol was conrmed from the 13C
NMR peak around ∼36 ppm (Fig. 5b). The formed alkyl thiol
will also stabilize the metastable form. Thus, S-sources' reac-
tivity follows the following trend: S–squalane > thiourea > tert-
butyl disulde > TOP–S > S–OLA.

Furthermore, a comprehensive picture of the inuence of
precursor–ligand coordination on the crystallinity of the nano-
sheets can only be built when the metal sources are considered.
Among the utilised metal sources in this study, metal carbonyls
are comparatively less reactive than metal chlorides due to the
ability to exert readily available metal cations than the metal
carbonyl, where a p M / CO back bonding exists.42 Thus,
employing metal chlorides as a precursor favours a greater
monomer supply rate forming 1T′ dominated polytypes as
11348 | J. Mater. Chem. A, 2023, 11, 11341–11353
conrmed from the Raman spectra of the nanosheets formed
using metal chlorides (Fig. S4 and S5†). Considering the reac-
tion outcome and reactivity trend of precursors, we propose that
MS2 nucleation initiates with metastable 1T′ phase formation.
Hence, manipulation of precursor chemistry which would allow
a faster rate of free sulphide species (Sn

2−) and free metal cation
(Mn+) formation will ultimately arrest the distorted octahedral
M–S coordination of the kinetically metastable phase – 1T′. For
example, 1T′ phase formation dominates when S–squalane is
used with reactive MClx. In contrast, when S–squalane or thio-
urea (Fig. S6†) is replaced with a less reactive S–OLA or TBDS,
a slow monomer supply rate provides ample time for
reorganisation of octahedral M–S co-ordination to form 2H
phase dominated TMDs. Hence, the reaction trend of R1 < R2 <
R3 < R4 < R5 < R6 is observed towards a faster nucleation rate,
resulting in the formation of 1T′ dominated phases.

Furthermore, to check our hypothesis, the aliquots from
reactions of MoS2 performed with four different S-sources with
variable reactivity (S–OLA < TBDS < 1-DDT < S–squalane) were
collected at different growth times of 1, 5, 10, 30, 60 min at 320 °
C and were screened with UV-Vis-NIR absorption spectroscopy.
All the aliquots collected at 1 min showed the presence of 1T′

phase irrespective of the S-sources used (Fig. 6). However, for
low reactive S-sources such as S–OLA, the formation of the 2H-
phase started just aer 5 min of growth time. TBDS shows
higher reactivity than S–OLA; thus, the formation of the 2H
phase occurs aer 10 min. Further increased reactivity realised
using 1-DDT exhibited 2H phase formation only aer 30 min of
growth time. However, the reaction system using highly reactive
S–squalane and MoCl5 did not exhibit any occurrence of the 2H
phase even aer 60 min of growth time.

Ostwald's step rule for nucleation suggests that a metastable
phase forms rst before it's conversion into a thermodynami-
cally stable phase.43 Thus, in the mentioned systems, the 1T′

phase forms rst as the metastable phase, as shown in
This journal is © The Royal Society of Chemistry 2023
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Fig. 6 UV-Vis-NIR spectra of MoS2 reaction aliquots withdrawn at 1, 5, 10, 30, and 60 min of growth time at 320 °C using (a) S–squalane and
MoCl5, (b) 1-DDT–oleylamine and Mo(CO)6, (c) TBDS–oleylamine and Mo(CO)6, and (d) Mo(CO)6, and S–OLA suspension.

Scheme 1 Representation of transition metal disulphide formation
based on precursor reactivity trends. The blue spheres denote metal,
and the red spheres represent sulphur.

This journal is © The Royal Society of Chemistry 2023
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Scheme 1. The slower reactivity S-source provided enough time
for the distorted M–S octahedral coordination to re-organise
into stable trigonal prismatic M–S coordination as in the 2H
phase. However, higher reactivity of the S-source arrests the
distorted octahedral M–S co-ordination via continuous supply
of S-monomer, preventing re-organisation into trigonal pris-
matic coordination.
Electrochemical performance

We study the ORR activity of synthesized 2H, 1T′, and polytypic
2H–1T′ MS2 NCs in alkaline media using CV and LSV tech-
niques. The LSV curves of MoS2 polymorphs recorded in an O2

saturated environment at 1600 rpm show that polytypic 2H–1T′

MoS2 has superior ORR kinetics, with an onset potential, E0 =
0.82 V vs. RHE compared to 2H MoS2 (E0 = 0.76 V vs. RHE) and
1T′ MoS2 (E0 = 0.79 V vs. RHE), see Fig. 7a. In addition, the
polytypic 2H–1T′ MoS2 exhibits a ∼35 mV positive shi in half-
J. Mater. Chem. A, 2023, 11, 11341–11353 | 11349
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wave potential and a higher diffusion-limited current density (jL
= −3.5 mA cm−2) compared to 1T′ MoS2 (jL = −1.8 mA cm−2).

A similar trend is observed for WS2 nanosheet samples
where the onset potential for polytypic 2H–1T′, 1T′, and 2H WS2
is 0.79, 0.77, and 0.74 V vs. RHE, respectively (Fig. 7b). The
polytypic 2H–1T′ WS2 exhibits a ∼41 mV positive shi in half-
wave potential and a higher diffusion-limited current density
(jL=−2.2 mA cm−2) compared to 1T′MoS2 (jL=−1.5 mA cm−2).
Though 2H MS2 is a more stable structure, the active sites are
only located at the edges leading to poor electrochemical
activity. In contrast, the 1T′ phase exhibits metallic behaviour
where both the basal sites and edges are active towards
molecular intermediate binding during electrocatalysis.44 As
a result, 1T′ nanosheets display better catalytic activity but
suffer from poor stability. Phase engineering of the MS2 to form
polytypic NCs results in enhanced electrocatalytic activity with
onset values comparable to most reports (Table S2†).45,46 In our
study, we see improved reduction kinetics for the polytypes as
the integration of the 1T′ phase is benecial to improve the
number of active sites and electronic conductivity and the 2H
phase provides stability to the 1T′ phase.47 Additionally, the
interface between 2H–1T′ can show chalcogen vacancies and
accumulated charges inducing enhanced charge transfer
benecial for improved ORR kinetics, thus, performing better
Fig. 7 ORR activity of MoS2 and WS2 samples. Rotating disc voltammogr
(b) 2H-, 1T′- and polytypic 2H–1T′ WS2 NCs in O2 saturated 0.1 M KOH at
2H–1T′ WS2 in O2 and N2 saturated 0.1 M KOH.

11350 | J. Mater. Chem. A, 2023, 11, 11341–11353
than the monophases.48–50 This was further corroborated by
decreased Tafel slope values of the polytypes compared to 1T′

monophases (Fig. S9†). Additionally, the MoS2 polytype shows
improved stability while maintaining its polytypic nature
during the long-term cycling of ORR, as shown in Fig. S10 and
S11a.† However, in the case of WS2, though the mixed phase is
maintained (Fig. S11b†), a slight negative shi in onset poten-
tial and half-wave potential is observed (Fig. S10b†) because of
structural deterioration as conrmed in post-mortem TEM
analysis (Fig. S12†).

The corresponding CVs of the best performing polytypic 2H–

1T′ MoS2 (Fig. 7c) and 2H–1T′ WS2 (Fig. 7d) recorded in an O2 or
N2 saturated 0.1 M KOH electrolyte are shown. The diffusion
peaks observed in an O2-saturated environment with onset
potential values of 0.82 vs. RHE (2H–1T′ MoS2) and 0.79 V vs.
RHE (2H–1T′ WS2) represent the catalytic reduction of O2. The
absence of a reduction peak in the CV scans in a N2 saturated
environment conrms the oxygen reduction activity of the NCs.

Linear sweep voltammograms of MS2 NCs recorded in an O2

environment at different rotational speeds from 400 to 2400
rpm are shown in Fig. S8a and c.† The current densities are
independent of the rotation speed between 0.9 and 0.85 V vs.
RHE, which indicates kinetic current density (jk). The diffusion
current density increases with the rotation speed between 0.6
ams (at 1600 rpm) of (a) 2H-, 1T′- and polytypic 2H–1T′ MoS2 NCs, and
1600 rpm; cyclic voltammograms of (c) polytypic 2H–1T′ MoS2 and (d)

This journal is © The Royal Society of Chemistry 2023
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and 0.45 V vs. RHE. This increase in the current density at
increased rotating speed is due to the reduced capacitance
between the electrode surface and reactant, a high O2 diffusion
rate, and mass transfer. The corresponding K–L plot was drawn
from the LSV curves to understand the order of the reaction.
MS2 (MoS2 and WS2). The number of electrons (n) transferred
per O2 molecule during the ORR increases from 2.67 to 3.94 for
MoS2 (Fig. S8b†) and 2.37 to 4.30 for WS2 (Fig. S8d†) in the
potential range of 0.6 to 0.2 V. Thus, it corroborates the 2nd
order reaction kinetics involving a 2-electron process as per the
following pathways:51

O2 + H2O + 2e− / OH− + HO2
− (7)

H2O + HO2
− + 2e− / 3OH− (8)

The synthesized MS2 MoS2 and WS2 NCs exhibit the sluggish
2-electron peroxide pathway rather than a faster 4-electron
pathway like Pt–C, as reported in several other studies.52 Yet, the
phase engineering has led to the enhanced degree of activation
owing to interfacing 2H–1T' phases present in the polytypic
nanosheets.53 The controlled reaction to form polytypic MoS2
nanosheets showed an increase in the number of electrons
transferred (Fig. S8b and d†), leading to better reduction
kinetics than the WS2 nanosheets.
Conclusions

In summary, alteration of precursor reactivity is demonstrated
as an effective phase control tool for layered transition metal
disulphide NC synthesis. Our system exploits the difference in
reactivity of a series of commercially available S-sources which
displayed a reactivity trend of S–OLA < TOP–S < tert-butyl
sulphide < 1-DDT < S–squalane towards controlled 1T′ phase
formation. Similarly, reactive metal sources such as metal
chlorides displayed a higher tendency to form 1T′ phases than
metal carbonyls. The signicance of polytypism is realised by
applying these NCs as electrode materials for the oxygen
reduction reaction where the polytypes showed superior
performance compared to the monophasic counterparts. The
polytypic MoS2 displayed a higher onset potential of 0.82 V (vs.
RHE) with a current diffusion limited density of −3.5 mA cm−2

and polytypic WS2 displayed an onset potential of 0.79 V (vs.
RHE) with a current diffusion limited density of −2.2 mA cm−2.
The present study provides important insights into chalcogen
precursor reactivity regulation to create a suitable library of
polytypic TMS NCs to signicantly enhance the physiochemical
properties without foreign metal doping.
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